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Specifications in Germany
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Specifications in Germany

' @ ZTV Asphalt-StB 07/13,

Iebotecreops saphassamesinin FQEV
German Additional Technical
Conditions of Contract and
R A Teanete b Directives for the Construction of
von Verkehrsfléchenbegggt?get?ngzﬁ Road Asphalt Pavements,
= updated accordingto AAR S

ZTV Asphalt-StB 07/13 11/ 2 Qoukkished by the Federal
Ministry of Transport, Building
and Urban Development

Ausgabe 2007/Fassung 2013
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Specifications in Germany

iz @ TL Asphalt-StB 07/13, German
Technical Conditions of Delivery
for Asphalt Mixtures for the

s i Lt i Construction of Road Pavements,
von Verkehrsfiachenbefestigungen updated accordingto AAR S
TL Asphalt-StB 07/13 11/ 2 Qoukkished by the Federal

Ministry of Transport, Building
and Urban Development

Ausgabe 2007/Fassung 2013
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Specifications in Germany

SMA SMA 11 S SMASS SMA S5 S’
Materials
Aggregates (production size)
Ratio crushed aggregate surface C Cioaot Consi Cooy Cc -
Resistance to crushing Sz, /LA, SZ,./ LA, SZ,/LA,
Resistance to polishing PSV.,E.. (51) PSV=... (51) PSV= (48)
Minimum part of fine aggregates with 0/2 E_, 35 % 100 100 100
Shape Index (SI) 20
Flakiness Index (F1) 20
product size G, 85; G, 90/10; G, 90/15
Resistance to frost F,
0 0 3 0 B3 5 09 3 an Add 0 0 B const 0

Composition of Asphalt Mixture
Aggregate mixture
Passing sieve 16 mm % by weight 100
Passing sieve 11.2 mm % by weight 90 - 100 100
Passing sieve 8 mm % by weight 50 - 65 90 - 100 100
PasslnE sieve 5.6 mm % by weIEm 35-45 35-55 90 - 100

sieve 2 mm % by weight 20 - 30 20 - 30 30 - 40
Passing sieve 0.063 mm % by weight 8-12 8-12 7-12




Specifications in Germany

Binder
Binder, type and grade 25/55-55 25/55-55 45/80-50
50/70 50/70 50/70
25/55-55
Minimum binder content (factor a)’ B=8.7 B= 7.3 8= 7.4
Stabilizing additive (cellulose fibers) % by weight 03 0.3 0.3
Asphalt Mixture
Minimum void content Marshall-Specimen V.25 V.25 V.20
Maximum void content Marshall-Specimen vV_.30 v_.30 v_.3.0
Voids filled with bitumen % is to be specified is to be specified is to be specified
Proportional rut depth % is to be specified Is to be specified —
» 3 0 . 5 0 3 Ge 3 3 ond of Ded 0 D es 10 ons! on o
DG d oraing to o U DUD d ge DO 3 d d D e 0D
Characteristics of Layer
Paving thickness cm 3.5-4.0 35-40 15-20
Paving amount kg/m? 85 - 100 85 - 100 30-50
Degre-e of compaction -% >98.0 > 96.0
Void content Vol.-% <5.0 < 6.0
0.5 - 1.0 kg/m? aggregates 1/3 mm (dedusted or lightly
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Aggregate Requirements

fonn T Gt s swass | swass'

Aggregates (production size)

Sz, /LA, SZ, /LA,
PSV__ (51)
% 100

 matecials 0

SZ. /LA,

PSV (48)

Flakiness Index (FI) | T ————— TS,

| Aggregateproductsize | 1 000 G856/ 9010;6,9015 0000000000 |

Resistance to fros ————

*Source: Extract of ZTV BEA-StB 09, German Additional Technical Conditions of Contract and Directives for the constructional maintenance

of Road Asphalt Pavements
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Aggregate Requirements

Properties
Crushed Surface

Requirements

C 1000 (100% crushed
surface)

Main Influence on

Void content
Stability

1%

Hardness LA <20 No particle siz
during compaction
Resistance to Polishing | PSV > 51 Roughness

Skid resistance

Shape Index

3:1 (min. 80%)

Void content
Degree of filling
Compaction degree
Stability

Fines

Ecs 35

Void content
Stability

Filler

Limestone

Void content

Oversize/Undersize

See separate chart

Void content
Stability
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Aggregate Requirements

Fraction Category Oversize Undersize
8.0/11.2 mm G 90/10 10 % 10 %
5.6/8.0 mm G 90/10 10 % 10 %
2.0/5.6 mm G 90/10 10 % 10 %
0.0/2.0 mm Gg 85 15 %

1.0/ 3.0 mm* G 90/10 10 % 10 %

VIATOP®

* Gritting material for early life skid resistance
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Aggregate Requirements

Good Coarse Aggregate Skeleton

Coarse Aggregate

Fine Aggregate

Das Pellet. GMEH + CO XG by Nature
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Aggregate Requirements

Bad Coarse Aggregate Skeleton

Coarse Aggregate

Fine Aggregate
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Specifications in Germany

 Composition of AsphattMitwe |  f 0} 1
CAggregatemtwre | [ [
Passingsiove _ T6mm | Whywegnt| w0 | |
“Passingsieve _112mm | byweght|  ®0-10 | 10 | |
m——x_
‘Passingsioe  56mm | byweight|  35-45 |  35-55 |  90-100 |
mmzm_m--nm—-zm--zn_
(Passingsieve 0.063mm | %byweight| _ 8-12 | 8-12 | 7-12 |

*Source: Extract of ZTV BEA-StB 09, German Additional Technical Conditions of Contract and Directives for the constructional maintenance
of Road Asphalt Pavements
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Specifications in Germany

SMA 11 S
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Specifications in Germany

SMA 8 S
100 0
80 20
ol ol
- <
2 60 40 £
Q 5
: £
S 40 60 8
8 o
Q
20 80
G 100
9 te) o N © 0§ © <
s S ¢ 47§38
o @)

sieve size (millimeters)

@ > _‘-\
VIATOP J. RETTENMAIER & SOHNE "{s} Fibers designed
g

Das Pellet. GMEH + CO XG by Nature




Specifications in Germany

SMAS5S
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Specifications in Germany

SMA

SMA11S SMAE8S SMAS5S'
Binder
Binder, type and grade 25/55-55 25/55-55 45/80-50
50/70 50/70 50/70
25/55-55
Minimum binder content (factor a)’ B 6.7 B.73 B,.74
Stabilizing additive (cellulose fibers) % by weight 0.3 0.3 K
Dd d accord 0 3 § pDUb O C 0 DO - » D D op
Characteristics of Layer
Paving thickness cm 35-4.0 35-40 15-2.0
Paving amount kg/m? L ) 85-100 30-50
Degree of compaction % >98.0 >96.0
Void content Vol.-% <5.0 <6.0
Gritting material 0.5 - 1.0 kg/m? aggregates 1/3 mm (dedusted or lightly bitumenized)
ource act o ASPNa B 0 Adaitio eCl onditions of Contra eme

pdated according to "AR U
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Specifications in Germany

Aggregates (production size)

Jogn rine

l‘bdnunco to frost —

Source: Exrace of ZTV BEA-S18 09, German Addibons Technics! Conditions of Contract and Directives Ry the constructionsl masntenance
of Road Asphalt Pavements

(Aggogstombtwe | [ ———————— [ ——————— 11—
[ Pansingslove  36mm | Sbywegmt| = w0  { 1
I N T S T N [ S E—

Minimum vold content Marshali-Specimen | | V.25 | V.25 | V.20 |

| Maximum vold content MarshallSpecimen | | = v.30 I 20 v.30 | @ v.30
Voids fled with bitumen [ % | iobespeciied | st bespociod | Istobe spocied |

 Proportionsi ntdepth | % |  Wlobeweclied | sbbeseded |  — |

Facwor g considers the densay of e agregate mistire

Source: Baract of TL Asphalt-S18 07/

updatad according 10 "ARS 112012 pubishad ty the Fedaral Minstry of Transpor. Bulkdng and Urban Development

13, German Tochnical Condtions of Dolvery for Asphatt Mxtures foe the Construction of Road Pavements,
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Paving and Compaction - Gritting

Chippings 1to 3 mm
0.571 1.0 kg/m?
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Applications
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Argentina
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Applications
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Argentina
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Applications
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Australia
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Brazil
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Applications
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Applications

Israel
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Israel
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Applications
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Applications

For road construction engineers, connections between two islands
separated by saltwater have always been a big challenge. Careful and
sophisticated planning is essential, as is choosing the best material to
ensure that this connection is long lasting and safe.

In Korea, the engineers who designed the Seohae Grand Bridge which
connects the island of Pyongtaek (Gyeonggi-do) with Dangjin
(Chungcheongnam-do) at mainland South Korea, conducted extensive
studies, and finally decided to use SMA with VIATOP® as the best
solution for the surface layer for this important connection.

Today, after 16 years in service they have received confirmation that their
decision was the correct one, as the surface layer of SMA with VIATOP ®
s still there, and still offers an excellent performance.
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Mexico
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Applications
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Applications

Philippines
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Applications

Philippines
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Philippines
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Applications

Spain
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Spain

VIATOP®

Das Pellet.

Spain has two basic climatic areas:

A The coasts (both Mediterranean and Atlantic):
average minimum temperatures around 10 °C, and
average maximum temperatures around 30-35 °C

A The inside with a mild continental climate with cold
winters: average minimum temperatures around -5 °C,
and average maximum temperatures around 40 °C (this
IS the case of Madrid)
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Talwan
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Surface Temperature
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R Central Weather Bureau
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Talwan
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>27.5%
25,0% - 27,5%
22,5% - 25,0%

20,0% - 22,5&
17,5% - 20,0%
15,0% - 17,5%
12,5% - 15,0%
10,0% - 12,5%

Percentage of
population
suffering from noise

Source: Eurostat
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Combining PA and SMA

PA SMA plus SMA

A Process reliable

A Easy to apply and to handle

A Simple drainage system

A Longer life time (x -> 20 years)
A Lower life-cycle costs

A Noise reduction
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Noise Reducing SMA

?

' durable
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Requirements for SMA plus

SMA plus

SMA plus 8

SMA plus 5

Materials

Aggregates (production size)

Ratio crushed aggregate surface

Ciavt Consi Coos

Cioavt Costi Can

Resistance to crushing

SZ,,/ LA,

sz,/ A,

Resistance to polishing

PSV speenes (51)

PSV e (51)

Minimum part of fine aggregates 0/2 with E 35

Composition of Asphalt Mixture

100

100

Aggregate mixture

Passing sieve 112 mm

% by weight

Passing sieve 8 mm

% by weight

Passing sieve 56 mm

% by weight

Passing sleve 2mm

% by weight

Passing sieve 0.063 mm

VIATOP®.

Das Pellet.

% by weight
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Requirements for SMA plus

Binder

Binder, type and grade

40/100-65
45/80-50
(25/55-55)

40/100-65
45/80-50
(25/55-55)

Minimum binder content’ (factor )

% by weight

By 6.6

By 7.0

Binder volume

Vol.-%

is to be specified

is to be specified

Stabilizing additive (cellulose fibers)

% by welght

* factor a considers the density of the aggregate mixture

Asphalt Mixture

203

20.15

Minimum void content Marshall-Specimen

V. 9.0

vV, 9.0

Maximum void content Marshall-Specimen

Vv, 110

V,.110

Voids filled with bitumen

is to be specified

is to be specified

Proportional rut depth

Characteristics of Layer

Is to be specified

Is to be specified

Paving thickness

Degree of compaction

Void content

Eveness (4 m section of measurements)

VIATOP®.

Das Pellet.

Source: Extract of E LA D, FGSV 2014
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Requirements for SMA plus

SMA plus 8
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Requirements for SMA plus

SMA plus 5
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Noise Reducing Asphalt Pavements

PA 8 SMA plus 8

Special requirements for Yes No
aggregates PSV (min. 53) PSV (min. 51)
S1 3:1 min. 92% S1 3:1 min. 80%

Binder 40/100-65 A 40/100-65 A
Bindercontent O 6.5% O 6.6%
Fibers O 0 . Hy weight O 0.8 weight
Evenness binder course O 3 mm O 4 mm
Binder course AC22BS,AC16BS AC16B S

AC 16 B S - Typ SMA SMA16B C
Tack coat 2,000 g/m?2 3501 500 g/m?
Layer thickness 457 5.5cm 2571 3.5cm
Initial costs incl. tack coat u 15.00 [/ mj a 6.50 [/ mj
Life time 81 10 years 147 16 years
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