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Aggregate Requirements



Properties Requirements Main Influence on

Crushed Surface C 100/0 (100% crushed

surface)

Void content

Stability

Hardness LA < 20 No particle sizesô destruction 

during compaction

Resistance to Polishing PSV > 51 Roughness

Skid resistance

Shape Index 3:1 (min. 80%) Void content

Degree of filling

Compaction degree

Stability

Fines ECS 35 Void content

Stability

Filler Limestone Void content

Oversize/Undersize See separate chart Void content

Stability
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Fraction Category Oversize Undersize

8.0 / 11.2 mm GC 90/10 10 % 10 %

5.6 / 8.0 mm GC 90/10 10 % 10 %

2.0 / 5.6 mm GC 90/10 10 % 10 %

0.0 / 2.0 mm GF 85 15 %

1.0 / 3.0 mm* GC 90/10 10 % 10 %

* Gritting material for early life skid resistance
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Good Coarse Aggregate Skeleton

Coarse Aggregate

Fine Aggregate
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Fine Aggregate

Coarse Aggregate

Fine Aggregate

Aggregate Requirements

Bad Coarse Aggregate Skeleton
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